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CHWEN SHYANG ENTERPRISE CO., LTD.
WEBRBRETHRT T ERZE TR

NO. 13, RONG GONG N. ROAD, GUANN-IN INDUSTRIES PARK, TAUR-YUAN,
TAIWAN 328

RTRBZESGERE,EE, WS ERBEEEPHERRT (The following samples was/were submitted and
identified by/on behalf of the client as) :

4% % 4% (Sample Description) :  WATER BASED PU SURFACE TREATMENT AGENT

LAk (Style/Item No.) :  CH31403

Yotk B 3 (Sample Receiving Date) : 2008/09/15

)X A M) (Testing Period) : 2008/09/15 TO 2008/09/22

X E K (Test Requested) : 4B ELV 2000/53/EC B EfEx354 %K. (In accordance with the ELV

Directive 2000/53/EC, and its amendment directives).

37 7% (Test Method) i (1) %%BS EN 11227%%B:2001, FREBETRRTRALERERAREGE.
/ With reference to BS EN 1122:2001, Method B for Cadmium Content.
(2) %%US EPA 3050B7 7%, R RAEHBESTHRETHEILBERAGLE. /
With reference to US EPA Method 3050B for Lead Content. Analysis
was performed by ICP-AES.

(3) %%US EPA 305277 7%, RRBBETRETRIMLEERARESE. /
With reference to US EPA Method 3052 for Mercury Content. Analysis
was performed by ICP-AES.

(4) StHIELBAME 24, % 2US EPA 3060A% 7%, RUV-VIS (US EPA
7196A) #zia] 5</8 4% 4% . / With reference to US EPA Method 3060A &
7196A for Hexavalent Chromium for non-metallic samples. Analysis

was performed by UV/Vis Spectrometry.

A4 K (Test Results) : FHAT—E (Please refer to next pages).
&3 (Conclusion) : RIBEEF RS GARE R, FAELV(2000/53/EC) R L5254 =

# K. (Based on the performed tests on submitted samples, the test
results are compliant with the limits of ELV Directive 2000/53/EC and

é its subsequent amendments) .
N, .

Nicole Chien / Supervisor
Signed for and on behalf of
SGS TAIWAN LTD.

Chemical Laboratory - Taipei

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
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This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm. Attention
is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the Company's findings
at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction
from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and
offenders may be prosecuted to the fullest extent of the law.
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H # (Date):
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AR R (Test Results) B E(Unit): mg/kg

2008/09/22

Eﬁ(Page): 2 of 4

BHAR RIAT & #% (Result) ERC ELV
Method A FRAA FRAE

(Test Items) (Refer to) No.1 (MDL) (Limit)
43 / Cadmium (Cd) (1) n.d. 2 100
4% / Lead (Pb) (2) n.d. 2 1000
sk / Mercury (Hg) (3) n.d. 2 1000
~184% / Hexavalent Chromium Cr(VI) (4) n.d. 2 1000

82X 3R{= 45K (TEST PART DESCRIPTION):
NO.1 : 597k 8% (TRANSPARENT LIQUID)

#ix(Note) ©
1. mg/kg = ppm
2. n.d. = Not Detected (K#:h)
3. MDL = Method Detection Limit (7 #4884k RAE)

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
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MEABRRTHRTIEER LI
NO. 13, RONG GONG N. ROAD, GUANN-IN INDUSTRIES PARK, TAUR-YUAN,

TAIWAN 328
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1) ARIFAT YRR A > AR LB o (SE&AIKX T &R ) /These samples were
dissolved totally by pre-conditioning method according to below flow chart. ( Cr®* test method excluded )

2) MRAANE : A% / Name of the person who made measurement: Climbgreat Yang

3) MR EFA: 5RA4&E [ Name of the person in charge of measurement: Troy Chang

| %# ¥fiHe / Cutting - Preparation

v

A3 S FE / Sample Measurement

Y

45 Pb ~ 43 Cd

&k Hg

A\ 4

g4 Cr

v

material (as below table)

RIZT Bl AR S 694 H fo vk il 0 BREAT I
1t(4= F & Pi) / Acid digestion by suitable
acid depended on different sample

AR B R SR ER S BB A
Microwave digestion with
HNO3/HCI/HF

ANl gtk [Add
appropriate amount of
digestion reagent

v

__+

#3%& / Filtration F_

v
| &% [ Solution |

Y

'

| 7%;% / Residue |

v

T A B i i R AT
L2 3 [ Heat to
appropriate
temperature to extract

1) ek /
Alkali Fusion

v

2) EBERIRRR |
HCI to dissolve

| B 388 R T4 ik | ICP-AES

# % #E / Sample Material

sh{uEg kA8 48 / Digestion Acid

A, M, 4B, 178/

Steel, copper, aluminum, solder

EK, R, HBER, QAER, ERK/
Aqua regia, HNO3, HCI, HF, H20»

W35 [ Glass

Ay, A B [ HNOs/HF

2, 48, de, ML/

Gold, platinum, palladium, ceramic

X sk /Aquaregia

4% [ Silver

78 [ HNO;

# R [ Plastic

Bk, HEK, AR, B /
H,S04, H202, HNO3, HCI

#H1b / Others

AaNALTT IR B 7 2R |
Any acid to total digestion

AEigBEAR S |
Cool, filter digestate
through filter

v

e N EFIHEE Add
diphenyl-carbazide for
color development

A 4

7% SOF RLBR ¥
% AR SIERA
540 nm #yBIkE |
measure the
absorbance at 540 nm
by UV-VIS

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
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This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm. Attention
is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the Company's findings
at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction
from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and

offenders may be prosecuted to the fullest extent of the law.
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CHWEN SHYANG ENTERPRISE CO., LTD.
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NO. 13, RONG GONG N. ROAD, GUANN-IN INDUSTRIES PARK, TAUR-YUAN,
TAIWAN 328

CE/2008/93640

Water Based
DU Surface treatment agel

OB RR xH

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of the Company.
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This Test Report is issued by the Company under its General Conditions of Service printed overleaf or available on request and accessible at http://www.sgs.com/terms_and_conditions.htm. Attention
is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this Test Report is advised that information contained hereon reflects the Company'’s findings
at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction
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